
山东高信化学股份有限公司
SHANDONG GAOXIN CHEMICAL CO., LTD.

CERTIFICATE OFANALYSIS

CPVC RESIN J-700

INVOICE NO.: GAOXIN14-1106

BATCH NO. : 20151021

MANUFACTURE DATE:OCT., 21th, 2015

ISSUING DATE: OCT., 21th, 2015

Item Specification Analysis Result

Content of chlorine % 67.0-69.0 67.6

Volatile content % ≤0.40 0.32

30 mesh sieve rate % ≥99 100

Specific gravity (g/cm³) 1.45-1.58 1.51

Apparent Density (g/cm³） 0.5-0.7 0.56

K VALULE 60-63 61

Note K value of PVC resin is 65


